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(As specified by client, to determine the Pb, Cd, Hg, Cr®*, PBBs, PBDEs,
DBP, BBP, DEHP, DIBP content in the submitted sample in accordance with
Directive 2011/65/EU (RoHS) and its amendment directive (EU) 2015/863.)
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MR 45 B (Test Result(s)):
1. #. 5. & AW E(For the Pb, Cd, Hg, Cr® content)
FLAZ(Unit): mg/kg

: PR T7 =M A ™
Sl oy i
Mﬁt.ﬁ H Test Method/ TR IHIR Resuli(s) BE{E
Test item(s) . MDL Limit
Equipment 1
% Cadmium (Cd) %%ﬁﬁ(Refer to) 2 N.D. 100
IEC 62321-5:2013
% Lead (Pb) ICP-OES 2 7 1000
2 (Refer to)
7K Mercury (Hg) IEC 62321-4:2013 2 N.D. 1000
ICP-OES
. Z 1 (Refer to
VAY /K1 ( )
i 6+ IEC 62321-7-2:2017 1 N.D. 1000
Hexavalent Chromium (Cr™") )
UV-Vis
a
£ (Conclusion) / / /
(Pass)

#%¥vE(Note) 1. MDL=Method Detection Limit 75 {4 HiFR;
2.N.D.=Not Detected(less than method detection limit), Ak (/N T 5K HER):;
3. The specimen is tested as a whole (part) which according to the applicant’s request.

MRYEZe 7 ER, PR b AT AR

The results showan' gl Thmte treport refer only to the sample(s) tested unless otherwise stated and the sample(s) are retained for 30 days only. The document
is issued by, _GC this docume \t cannot be reproduced except in full with our prior written permission. The more details and the authenticity of the report will be

confirmed thtlp /Iwww.agc- ue t.com.
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2. BRELE. LR IFKBEK S E(For the PBBs, PBDESs content)
BAA7(Unit): mg/kg

N M7 YRR . SR
mﬂ@]ﬁ H Test Method/ AR R Result(s) BE{E
Test item(s) . MDL Limit
Equipment 1
—RELZK Mono-bromobiphenyl 5 N.D.
“HBLZE Di-bromobiphenyl 5 N.D.
=R Tri-bromobiphenyl 5 N.D.
VUL EE 2K Tetra-bromobiphenyl 5 N.D.
T ELZE Penta-bromobiphenyl 5 N.D. .
7SVRECKR Hexa-bromobiphenyl 5 N.D.
L RBEZE Hepta-bromobiphenyl 5 N.D.
JUBREEZE Octa-bromobiphenyl 5 N.D.
JLIREEA Nona-bromobiphenyl 5 N.D.
-+ RIBE 2K Deca-bromobiphenyl 5 N.D.
AT .(PBBS) . — N.D. 1000
Polybrominated Biphenyls 218 (Refer to)
— R KM% Mono-bromodiphenyl ether IEC 62321-6:2015 5 N.D.
R K% Di-bromodiphenyl ether GC-MS 5 N.D.
— % — 2Kk Tri-bromodiphenyl ether 5 N.D.
VYR — 2Kk Tetra-bromodiphenyl ether 5 N.D.
F1IR — KMk Penta-bromodiphenyl ether 5 N.D.
75N1R 2Kk Hexa-bromodiphenyl ether 5 N.D. =
7R KTk Hepta-bromodipheny! ether 5 N.D.
J\IR — KTk Octa-bromodipheny! ether 5 N.D.
JUIR — 2Kk Nona-bromodiphenyl ether 5 N.D.
% — 2Kk Deca-bromodiphenyl ether 5 N.D.
g@_;@ﬁ (PBD.E ) — N.D. 1000
Polybrominated Diphenyl Ethers
&£ (Conclusion) / & #%(Pass) /

£ ¥E(Note): 1. MDL=Method Detection Limit J5 54 HBR;
2. N.D.=Not Detected(less than method detection limit), A& H! (/N T 75k HBR):;
3. “—"=Not regulated Jok{ &
4. The specimen is tested as a whole (part) which according to the applicant’s request.
HRAE 2 PR, R IE KRR AT AR

The results sh W-n"iﬁ thisstestreport refer only to the sample(s) tested unless otherwise stated and the sample(s) are retained for 30 days only. The document
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3. DBP,BBP, DEHP,DIBP HJ& & (For DBP, BBP, DEHP, DIBP content)
FAf7(Unit): mg/kg

- WRATTVEML R iR7S A SR
WA H 3 MR
Test Method/ R Result(s) -
Test Item(s) ; Limit
Equipment MDL 1
AR R —(2- LB ORI
100 N.D. 1000
Di-(2-ethylhexyl) Phthalate (DEHP)
A 2 — 2y — b
W I B i 100 N.D. 1000
Dibutyl phthalate (DBP)
& (Refer to)
A S — P 1 .
QR2K —HIR TR IEC 62321-8:2017 100 N.D. 1000
Butylbenzyl phthalate (BBP) GC-MS
WA IR T BR
100 N.D. 1000
Di-iso-butyl phthalate (DIBP)
£5i(Conclusion) / £ #%(Pass) /

£&VE(Note) 1. MDL=Method Detection Limit 77734 Hi R ;
2.N.D.=Not Detected(less than method detection limit), AKAH (NTF 77746 H IR);
3. The specimen is tested as a whole (part) which according to the applicant’s request.

WRYEZE 7 ER, SRR i HEAT BRI

B 3R (Sample Description)
1 | PCB#k /PCB hoard

The results showan' m Th‘is'te treport refer only to the sample(s) tested unless otherwise stated and the sample(s) are retained for 30 days only. The document
is issued by, _SC this docume \t cannot be reproduced except in full with our prior written permission. The more details and the authenticity of the report will be

confirmed thtlp /Iwww.agc- oe t.com.
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MRFFEE (Test Flow Chart)
1. ®. 8. R AENIRRERE

FE i il % > FEARE
cré
Pb/Cd l Hg v
TR 1 H, FRAR 3 AT R 14 v L 4 v
TH fi#k TR AT FR P VH i E| 3Gy vy SR EME
ik v Y
AT
fl— . 8 ﬁ”f’&@ Pk L
Wl it y ‘
i JpH % ‘
l ¢ 75+05 Mo REREHEE
AL T2
;gﬂgiﬁg%ﬁ% ICP-OES 43 #ft l
PR TS
¢ IR E R A i
P ¢ UV-Vis it
v UV-Vis 43t
ICP-OES
il ¢ [ 0.1pg/cm?. 0.13pg/cm?
¢ Ve sl PRAEVE R LE AL
HdE Ab P ¢
s b H

MG L LR & F, R Ca e aEm OGS IHR T 35R 4 .

The results sh y(g-n"iﬁ thisstestreport refer only to the sample(s) tested unless otherwise stated and the sample(s) are retained for 30 days only. The document
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1.For Pb, Cd, Hg, Cr®*

A 4

Sample Preparation

Sample Measurement

cr*
Pb/Cd l ¢
Hg | |
Acid  digestion  with — Nonmetallic material Metal coating material
microwave/hotplate Acid digestion with ¢
¢ microwave/hotplate ¢
— ¢ Sample Boiling water extraction
Filtration pretreatment
I Filtration A
v v v .
. ) ¢ ) Adding
Solution Residue pH adjustment to . ]
. 1,5-diphenylcarbazide
Solution 7505
¢ ¢ for color development
1.Alkali Fusion/Dry (CP-OES A v
Ashing _ L Edich Ilng bazid Test with UV-Vis
,5-diphenylcarbazide
2.Acid to dissolve ¢ pheny l
for color development
DATA . 2
¢ Compare with 0.1pg/cm
2
v UV-Vis and 0.13pg/crr.1
ICP-OES 7 standard solution
¢ DATA v
DATA DATE

These sample were dissolved totally by pre-conditioning method according to above flow chart (Cr®* test method
excluded)

2. PBBs, PBDEs, DBP, BBP, DEHP FIDIBP#JIliX#if2El(The Test Flow Chart of PBBs, PBDEs, DBP,
BBP, DEHP and DIBP)

FF it 1] 2% > FRE > A G VA A HURE S
Cutting/Preparation Weigh Sample Sample solvent extraction Pl il R AL
Concentration/ Dilution
K ab 2 _ GC-MS #r#r | uR of Extracted solution
DATA ) GC-MS ) Filtration

The results shown'ii this-testreport refer only to the sample(s) tested unless otherwise stated and the sample(s) are retained for 30 days only. The document

is issued by, ‘GC, this docu'm.e \t cannot be reproduced except in full with our prior written permission. The more details and the authenticity of the report will be
confirmed tﬁ'ﬁtlp:l!www.agc-‘i‘}(e t.com.
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2% 5 (Report No.): A001R20170905019-4
B W M B (The photo of the sample)

AGC authenticate the photo on original report only
B AN IR T AGC IE AR 545 A
*** End of Report ***

*kk f&%: éf‘:fﬂi *k*k
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